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Inspection certificate EN 10204 / 3.1 A0S pHUS LTD.

Cold formed welded structural hollow sections
of non-alloy and fine grain steels according EN
10219-2:2019

A8 | Order Ne BO2/EN 10219-1 S235JRH  [B10 length 6000 mm.
A% [ customer SZATMARI KFT BOS|cFRHS option 1.1; 1.4
A7 linvoice Ne 3130026208 B0 |cECHS option 1.1 1.4
BO7 l B08 I 3594 m. l B12L l B13[
BOS[CFCHS 33,7x2 B10 B08 546 m. B13 B08 [0002271785989] BY7[ 2200662202
BOSICFCHS 33,7x2 B10 B08 546 m. B13 B06 10002269310989| B7[ 2280601103
BOSICFRHS 100x100x3 | B0 B08 96 m. B13 BO810002144539989] BO7[ 473792
BOSICFRHS 100x100x3 | B10 B08 96 m. B13 BO8 10002144248989| BO7[ 473871
BOSICFRHS 100x100x3 | B1° B08 96 m. B13 B0610002144236989| BO7[ 473871
BOSICFRHS 100x100x3 | B1° B08 96 m. B13 B0610002144781989| BO7[ 4343135
BOSICFRHS 100x100x3 | B1° 8Os 96 m. B13 B08 (0002144784989 BO7[ 4343135
BOSICFRHS 100x100x3 | B1° BO8 96 m. B13 B06[0002144819989] BO7[ 4343135
BOSTCFRHS 100x100x3 | B1° BO8 96 m. B13 B0610002144788989| BO7[ 4343135
BOSICFRHS 100x100x3 | B1° BO8 96 m. B13 BOS [0002271072989] BO?| 22C084578
BOSICFRHS 100x100x3 | B1° B08 96 m. B13 B0810002261780989| BO7[ 434341-18
BOSICFRHS 100x100x3 | B1° B08 96 m. 813 BO6 10002261789989| BO7[ 434341-18
BOSICFRHS 100x100x3 | B1° B8 96 m. B13 B0810002262993989| BY7[ 907865
BOS[CFRHS 100x100x3 | B10 B8 96 m. B13 B0610002262980989| BY7[ 907865
BOSICFRHS 100x100x3 | B10 BO8 96 m. B13 B0810002262887989] BY7[ 907865
BOSICFRHS 100x100x3 | B1° BO8 96 m. B13 BO8 10002262898989| BY7[ 907865
BOSICFRHS 100x100x3 | B1° B08 96 m. B13 B0610002263567989| BO7[ 434421-24
BOSICFRHS 100x100x3 | B1° B08 96 m. B13 B06 [0002263583989| BO7[ 434421-24
BOSICFRHS 100x100x3 | B1° Bos 96 m. B13 BO6 10002263623989| BO7[ 434421-24
BOSICFRHS 100x100x3 | B10 BO8 96 m. B13 B06 10002263635989| BO7[ 434421-24
BOSICFRHS 100x100x3 | B1° B08 96 m. B13 BOS 0002263677989] BO?[ 434421-24
BOSICFRHS 100x100x3 | B10 B0s 96 m. B13 BO810002263681989] BO7[  234421-24
BOSICFRHS 100x100x3 | B10 B08 96 m. B13 B06 0002261863989 BO7[ 4341333
BOSICFRHS 100x100x3 | B1° B08 96 m. B13 BO6 0002144713989 BY7[ 4343135
BOSICFRHS 60x60x4 B10 Bos 294 m. B13 BO® 10002272622989| BY7[ 2200705
BOSICFRHS 120x120x4 | B10 B08 96 m. B13 B06 [0002271258989] BO7[ 22D0706
B07 [Chemical composition %
Bundie Ne Heat Ne C | MnT si P T s T A Cul Cr ] Ni Mo TiT V] Nb| N JCEV2

x 100 x 1000 x 100 x 1000 x 100
000227178598910] 22D0662 4 17 2 10 6 4 19
000226931098920] 22B0601 13 30 2 11 20 8 19
000214453998920] 113872-9 8 32 2 25 24 5 14
000214424898920] 1021678-9] 7 | 40 | 1 | 20 | 21 51 17
000214423698920] 1021678-9 7 40 1 20 21 6 17
000214478198920] 113894 8 33 1 25 19 5 16
000214478498920] 113894 8 33 1 25 19 5 16
000214481998920] 113894 | 8 | 33 | 1 1 25 | 19 51 16
000214478898920] 113894 | 8 | 33 | 1 1 25 |19 51 16
000227107298920| 22C0845 7 52 1 18 14 6 17
000226178098920] 113908 10 39 1 14 25 7 16
000226178998920] 113908 10 39 1 14 25 7 16
000226299398920f Y9024249 5 20 1 10 18 6 15
000226298098920] Y924249 5 20 1 10 18 6 15
000226288798920f Y924249 5 20 1 10 18 6 15
000226269808020] Y924249 1 5 | 20 | 1 | 40 | 18 51 15
000226356798920| 711821-8 8 36 1 24 21 6 17
000226358398920] 711821-9 8 36 1 24 21 6 17
000226362398920] 711821-9 8 36 1 24 21 6 17
000226363598920] 711821-9 8 36 1 24 21 6 17
0002263677989201 711821-9 8 36 1 24 21 6 17
000226368198920] 711821-9 8 36 1 24 21 6 17
000226186398920] 113887-0 8 36 1 25 23 6 17
000214471398920] 113894 8 33 1 25 19 5 16
000227262298910] 22D0705 7 35 1 19 8 5 17
000227125898910| 22D0706 5 34 2 10 8 5 14




